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Abstract. Samples of low-alloyed steel with stress concentration are 

investigated in asymmetrical cycles conditions. Mechanism of forming of 
residual stresses is described. Limit amplitude diagrams are presented. 

Key words:  asymmetrical cycles, residual stresses, stress 
concentration. 
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